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Note:

Original Sample Photo:

Sample A

Summary of Results:

No. Test Item 

Adhesion Test of Coating 
1

(Cross-cut method)

Adhesion Test of Coating 
2

(Pull-off method)

Pass : Meet the requirements;
Fail : Does not meet the requirements;
/ : Not Apply to the judgment.

Test Method

ISO 12944-6:2018 C5-H & ISO

2409:2020 

ISO 12944-6:2018 C5-H & ISO 
4624:2023 method B 

ISO 12944-6:2018 C5-H & ISO 
6270-1:2017 & ISO 2409:2020 & 

ISO 4624:2023 method B 

ISO 12944-6:2018 C5-H & ISO
9227:2022/Amd.1:2024 & ISO
2409:2020 & ISO 4624:2023

method B 

3 Condensation-Water Test

Neutral salt spray (NSS)
test 

4

Conclusion: Meet the C5-H category requirement in ISO 12944-6:2018

Sample B

Result

See result

See result

See result

See result

Pass

Pass

Pass

Conclusion

Pass
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